
 

 

 

 

BRAZING WIRE SIZE:  3.15 MM X 500 MM (COATED) 

 

TEST CERTIFICATE 
 

ELEMENTS OBSERVED 

SILVER 
PHOSPHOROUS 
COPPER 

 2.02 % 
 6.85 % 
 REMAINDER 

 

(THIS IS A COMPUTER GENERATED DOCUMENT, HENCE NO SIGNATURE 
REQUIRED) 


